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In situ annealing experiments on individual group III-nitride nanowires �NWs� in a transmission
electron microscope demonstrate the encapsulation of GaN wires in crystalline carbon shells in the
presence of C at moderate temperatures. The complete encapsulation of GaN wires in carbon shells
can be achieved when small indium metal clusters are introduced on the wire surface. No
encapsulation is observed on pure GaN wires under the same conditions. The observations suggest
a general processing route for the formation of semiconductor core/C-shell NW structures based on
surface decoration with small metal clusters. © 2007 American Institute of Physics.
�DOI: 10.1063/1.2710189�

Semiconductor nanowires �NWs� and more complex
core-shell NW structures, in which a NW core is surrounded
by a shell of a dissimilar material,1–5 have attracted a lot of
interest recently as they are promising materials for a variety
of quantum devices with functionality defined, for instance,
by carrier confinement in the thin wires. Given the large
surface-to-volume ratio of NWs and the strong effect of sur-
face states on the electronic properties of a semiconductor
�see, for instance, Refs. 6–8�, the surface termination be-
comes especially important. At the very least, the free sur-
face should be sufficiently stabilized and protected to enable
handling in air without uncontrolled property changes.
Multilayer carbon shells of nested graphene sheets, which
are chemically inert, could provide such surface stabilization
and passivation.9 Graphene shells around semiconductor
NWs can also be used to establish core-shell nanostructures
whose geometry—a metal/semimetal shell surrounding a
semiconductor core—gives rise to a large-area Schottky
junction. Such junctions could form the basis for innovative
electronic and optoelectronic devices �e.g., photovoltaic
cells�, or could be used as sensing elements, drawing from an
already comprehensive understanding of the functionaliza-
tion of carbon surfaces.

In contrast to nanoparticles of some metals that are
readily encapsulated in graphitic shells in the presence of
sufficient carbon,10 the surface chemistry of semiconductors
precludes the growth of ordered C sheets. We have recently
demonstrated that the absence of catalytic effects in semicon-
ductors can be circumvented and C shells can be formed
around nanowires whose surface is decorated with small
amounts of metal.9 Real-time observations by high-
resolution transmission electron microscopy �HRTEM� of the
controlled encapsulation of Ge NWs in ordered C shells dur-
ing annealing of individual carbon-supported Ge nanowires
showed that the assembly of the C shells depends critically
on the presence of small amounts of metal on the NW sur-
face. In the case of Ge NWs, the metal was residual Au in the
form of small clusters on the wire surface originating from

the Au/Ge catalyst nanoparticles used for the wire
synthesis.9 Here we use experiments on group III-nitrides, a
class of NW materials particularly important for optoelec-
tronic applications, to generalize the approach of using sur-
face metal decoration to trigger the encapsulation of semi-
conductor NWs in C shells. Via in situ TEM experiments we
demonstrate the controlled encapsulation of individual GaN
wires in carbon shells during annealing at moderate tempera-
tures. While we find it impossible to encapsulate pure GaN
NWs, intentionally introduced small amounts of In at the
NW surface trigger the efficient assembly of fragments of
graphene C sheets, which then grow into well-defined
multilayer C shells that completely encapsulate the GaN
NWs. While a somewhat similar encapsulation of GaN in
carbon nanotubes has been demonstrated in arc-discharge
and microwave-plasma-enhanced chemical vapor deposi-
tions assisted by Ni and Fe catalysts, respectively,11,12 the use
of transition metal catalysts inevitably results in undesired
contamination13 and degradation of the electronic properties
of the NWs.14

Our variable temperature in situ experiments were car-
ried out in a JEOL JEM 3000F field-emission TEM equipped
with a Gatan 652 high-temperature sample holder. They cov-
ered the temperature range between room temperature and
500 °C at pressures of 2�10−5 Pa. The NWs were fabri-
cated prior to the in situ studies by radio frequency plasma-
assisted molecular beam epitaxy without the use of a cata-
lyst. GaN NWs were grown on Si �111� substrates at 790 °C
in an UHV chamber with a base pressure of 2�10−10 torr.15

Indium-decorated GaN NWs were realized by an additional
deposition of �15 nm of InGaN with a nominal In:Ga ratio
of 2.1:3 under the same conditions as the GaN growth. Un-
der these conditions well-defined InGaN layers were not ob-
served, but In clusters on the NW surfaces formed instead,
consistent with earlier observations.16 These NW materials
were transferred through air and dispersed on amorphous
carbon films, which act as a carbon reservoir for the variable
temperature experiments.

Figures 1�a�–1�d� show the structure and morphology of
GaN NWs representative of the as-grown starting material of
our study. The GaN NWs attached to the Si substrate are

a�Author to whom correspondence should be addressed; Fax: 631-344-3093;
electronic mail: esutter@bnl.gov

APPLIED PHYSICS LETTERS 90, 093118 �2007�

0003-6951/2007/90�9�/093118/3/$23.00 © 2007 American Institute of Physics90, 093118-1
Downloaded 21 Aug 2007 to 130.199.3.130. Redistribution subject to AIP license or copyright, see http://apl.aip.org/apl/copyright.jsp

http://dx.doi.org/10.1063/1.2710189
http://dx.doi.org/10.1063/1.2710189


shown in the scanning electron microscope image in Fig.
1�a� and in the cross-sectional HRTEM image of Fig. 1�b�.
The NWs are monocrystalline wurtzite GaN with growth di-
rection along the c axis. They have well-defined faceted side
and front surfaces and there is no obvious metal-rich tip, in
contrast to NWs grown on metal catalyst nanoparticles. The
wires are straight, with a typical diameter of 10–50 nm that
is constant over the length of the NW, and a length of about
1 �m. The NWs dispersed on the amorphous carbon film for
the in situ TEM experiments are shown in Fig. 1�c�. The wire
in the figure is 1.1 �m long and has a diameter of 35 nm.
The TEM image in Fig. 1�d� shows the detailed structure of
the wire close to its surface. Figure 1�e� shows the same
section of the NW after in situ annealing in the TEM at
various temperatures between RT and 500 °C. The tempera-
ture was increased slowly to 500 °C during imaging, using
conditions similar to those in a previous study under which
Au-decorated Ge NWs were completely encapsulated in an
ordered multilayer shell of graphitic carbon.9 In contrast, no
assembly of ordered C sheets was observed on the GaN
NWs, which showed only the buildup of an amorphous C
layer �Fig. 1�e��. This layer remained amorphous and did not
undergo any ordering even after prolonged annealing up to
500 °C in the microscope. The GaN NW structure remained
unaffected as expected at these moderate temperatures.

GaN NWs with small amounts of In on the surface dem-
onstrated a very different behavior under the same experi-
mental conditions. One such NW after in situ annealing is

shown in Fig. 2�a�. Higher magnification TEM images of
sections near the two ends of the NW �Figs. 2�b� and 2�c��
show that an ordered graphene C shell continuously covers
the entire NW surface. Details of the shell are shown in
high-resolution images in Figs. 2�d�–2�f�, obtained on differ-
ent parts of the NW indicated by arrows in Figs. 2�a�–2�c�.
The shell is uniform in thickness over the entire surface of
the NW and consists of about five graphene layers with a
measured spacing of 0.35–0.36 nm, which agrees well with
the c axis spacing of graphene sheets in graphite.

Unlike the GaN NWs in Fig. 1, which show homoge-
neous TEM contrast throughout, both before and after the in
situ annealing experiments, the contrast of the In-terminated
NWs is heterogeneous with significant variations on the
atomic scale. Small spots exhibiting darker contrast can be
clearly seen �Figs. 2�d�–2�f� and Fig. 3�. We attribute these
spots to In clusters randomly dispersed on the GaN surface.
From the TEM images the size of the In clusters appears to
be less than 1 nm and they do not show any crystalline struc-
ture. A closer look at the NW/C-shell interface shows that the
first layers of the shell invariably consist of small curved
graphene fragments that envelope In clusters. Away from the
interface, these initial graphene fragments are coated by pro-
gressively larger sheets that gradually become less curved
and finally develop into extended, continuous graphene lay-
ers at the surface of the shell �Fig. 3�.

Our finding that In terminated GaN NWs are readily
encapsulated in ordered C shells under conditions that pre-
clude the assembly of graphene shells around pure GaN
NWs suggests that the observed small In clusters at the NW

FIG. 1. �a� Overview SEM and �b� detail high-resolution TEM images of
catalyst-free GaN NWs on Si�111� substrate. The inset in �a� shows a detail
of the crystal structure �scale bar of 1 nm�. �c� One of the GaN NWs dis-
persed on the amorphous carbon film for the in situ annealing experiments.
�d� TEM image of the area close to the surface of the GaN NW from �c�. �e�
Same section of the NW after in situ annealing at various temperatures
between RT and 500 °C.

FIG. 2. TEM images showing a typical In-terminated GaN NW completely
embedded in a C shell. �a� Overview image showing the entire NW. ��b� and
�c�� Higher magnification images of two sections of the NW showing the
GaN core and the C shell. ��d� and �f�� images of the C shell taken at
different positions along the NW indicated by arrows in �a�–�c�.
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surface are instrumental to the assembly of the multilayer C
shells. Furthermore, the particular morphology of the initial
C sheets, small graphene fragments attached to and wrapping
around In clusters, indicates that the assembly and binding of
crystalline carbon sheets require small metal clusters. Indeed,
under the same conditions the in situ C exposure of more
extended In surfaces, 2–10 nm thick In layers obtained by
the decomposition of the surface of pure InN NWs �at rates
agreeing well with literature values17� during prolonged an-
nealing at �450 °C, did not result in the assembly of an
ordered C shell.

Stoichiometric GaN is stable at the moderate annealing
temperatures of our experiments. The nitride does not react
with carbon,11 and its surface chemistry and reactivity pre-
clude the growth of ordered C sheets, which, as demon-
strated in the present experiments with In and in our previous
study using Au,9 requires the catalytic effects of a small
metal cluster. Once the NW surface is decorated with In
clusters, the behavior changes drastically and the nanometer-
sized graphene sheets readily assemble from the available C
atoms. The fact that extended In surfaces do not have this
effect suggests that the abundant low-coordination sites and
the overall surface curvature of small metal clusters play a
key role in the assembly of the initial graphene sheets. Simu-
lations of metal �Ni, Fe� catalyzed growth of single wall C
nanotubes have shown that, in addition to an available sup-
ply of carbon, two conditions have to be fulfilled for nano-
tube growth to occur18 �i� the strong covalent bonding of
single C atoms to the catalyst and �ii� the firm adhesion of
sp2 bonded C in small graphene fragments to the metal sur-
face. Neither In considered here nor Au used in our previous
study9 is known to be good catalyst for nanotube growth,
likely because their weak binding of C adatoms and rela-
tively weak interaction with graphene sheets preclude long
term anchoring and growth by root incorporation of C.18

However, our experiments show that small supported clus-
ters of these metals interact sufficiently with C atoms and sp2

C assemblies, likely via an overlap of C-derived states and
metal d states near the Fermi energy,19,20 to act as templates
for the growth of curved graphene flakes, which in turn can

be overgrown by additional sheets to generate a multilayer C
shell.21 Importantly, the assembly of the C shell and encap-
sulation of GaN NWs by decoration of the wire with group
III �In� metal clusters avoid the usual transition metal cata-
lysts, whose incorporation as trace impurities would give rise
to defect states deep in the band gap and would consequently
degrade the electronic and optoelectronic properties of
GaN.14 Our strategy can therefore be expected to produce
GaN/C core-shell structures that preserve the intrinsic elec-
tronic properties of the nitride core.

In conclusion we have demonstrated the formation of
ordered C shells around GaN NWs at moderate annealing
temperatures that do not affect the crystallinity of the wires.
The formation of the shells was achieved by decorating the
surface of the NWs with small In clusters that serve as an
initial template for the C encapsulation. More generally our
findings demonstrate that a similar encapsulation in a
graphene C shell can be achieved on any semiconductor NW
material provided that the surface of the semiconductor is
decorated with small metal clusters.

This work was performed under the auspices of the U.S.
Department of Energy, under Contract No. DE-AC02-
98CH1-886.
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FIG. 3. ��a� and �b�� TEM images of the core/shell interface of an In-
decorated GaN NW embedded in a C shell. The arrows mark the position of
some of the In clusters at the NW surface. �c� Schematic representation of
the initial stages of the assembly of the carbon shell—envelope of curved
graphene flakes around In clusters �i�, serving as a template for extended
graphene layers �ii�.
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